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RoHS TEST REPORT 

Applicant ：Shenzhen Qi Jie Electronics Co.,Ltd   

Address ：2F,1,Buiding 21th,Chuangye RD,Shilongzai Industrial Park saiyan,Baoan 

District,Shenzhen,GD,China             

Manufacturer ：Shenzhen Qi Jie Electronics Co.,Ltd          

Address ：2F,1,Buiding 21th,Chuangye RD,Shilongzai Industrial Park saiyan,Baoan 

District,Shenzhen,GD,China       

The following sample(s) was / were submitted and identified on behalf of the clients as ： 

Sample Name ：Beetle Clip lnvisible       

Sample Model ： Beetle Clip lnvisible    

Model Difference : / 

Trademark: / 

Sample Received Date ：Sep. 25, 2020 

Testing Period ：Sep. 25, 2020 To Oct. 15, 2020 

Test Requested ：Selected test(s) as requested by client 

Test Method ：Please refer to next page(s). 

Test Result ：Please refer to next page(s). 

Conclusion ：Based on the performed tests on submitted sample(s), the results of Lead,  

                         Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBBs),  

                         Polybrominated diphenyl ethers (PBDEs) and Phthalates such as  

                         Bis(2-ethylhexyl) phthalate (DEHP) , Butyl benzyl phthalate (BBP), Dibutyl  

                         phthalate (DBP) , and Diisobutyl phthalate (DIBP) comply with the limits as set  

                         by RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU. 

Tested By: Kayla                          Reviewed By: Megan                  Approved By: Thomas 

 

 

    Date: Oct. 15, 2020                    Date: Oct. 15, 2020                    Date: Oct. 15, 2020  
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Sample Description： 

 

No. Name 

1 TRANSPARENT PLASTIC 

2 METAL 
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Test Result(No.1): 

Test Item(s) Unit Test Method(Reference) Result MDL Limit 

Cadmium(Cd) mg/kg EN 62321-5: 2013, ICP-OES N.D. 2 100 

Lead(Pb) mg/kg EN 62321-5: 2013, ICP-OES N.D. 2 1000 

Mercury(Hg) mg/kg 
EN 62321-4:2013+A1:2017, 

ICP-OES 
N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg 
EN 62321-7-1:2015, 

EN 62321-7-2:2017, UV-Vis 
N.D. 2 1000 

Sum of PBBs mg/kg EN 62321-6: 2015, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg EN 62321-6: 2015, GC-MS N.D. 5 1000 

Monobromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

--Decabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Dibutyl Phthalate(DBP) mg/kg EN 62321-8:2017, GC-MS N.D. 50 1000 

Benzylbutyl Phthalate(BBP) mg/kg EN 62321-8:2017, GC-MS N.D. 50 1000 

Di-(2-ethylhexyl) 
Phthalate(DEHP) 

mg/kg EN 62321-8:2017, GC-MS N.D. 50 1000 

Diisobutyl phthalate (DIBP) mg/kg EN 62321-8:2017, GC-MS N.D. 50 1000 
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Test Result(No.2): 

Test Item(s) Unit Test Method(Reference) Result MDL Limit 

Cadmium(Cd) mg/kg EN 62321-5: 2013, ICP-OES N.D. 2 100 

Lead(Pb) mg/kg EN 62321-5: 2013, ICP-OES N.D. 2 1000 

Mercury(Hg) mg/kg 
EN 62321-4:2013+A1:2017, 

ICP-OES 
N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg 
EN 62321-7-1:2015, 

EN 62321-7-2:2017, UV-Vis 
N.D. 2 1000 

Sum of PBBs mg/kg EN 62321-6: 2015, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg EN 62321-6: 2015, GC-MS N.D. 5 1000 

Monobromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

--Decabromodiphenyl ether mg/kg EN 62321-6: 2015, GC-MS N.D. 5 -- 

Dibutyl Phthalate(DBP) mg/kg EN 62321-8:2017, GC-MS N.D. 50 1000 

Benzylbutyl Phthalate(BBP) mg/kg EN 62321-8:2017, GC-MS N.D. 50 1000 

Di-(2-ethylhexyl) 
Phthalate(DEHP) 

mg/kg EN 62321-8:2017, GC-MS N.D. 50 1000 

Diisobutyl phthalate (DIBP) mg/kg EN 62321-8:2017, GC-MS N.D. 50 1000 
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Note： 1. mg/kg= ppm 

2. N.D.= No Detection(<MDL) 
3. MDL = Method Detection Limit 
4. -- = No Testing 
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ATTACHMENT: Cd/Pb/Hg/Cr6+/PBBs&PBDEs Flow Chart 
 
 

 

Sample Preparation 

Sample Measurement 

Acid digesting with 

microwave/hotplate 
Sample solvent 

extraction 
Adding digestion 

reagent 

Heating to 90～95℃ 

for extraction 

Filtration and pH 

adjustment 

Adding 1,5-

diphenylcarbazide for 

color development 

UV-Vis 

DATA DATA DATA 

ICP-OES/AAS 

GC/MS 

Filtration 

Concentration/Dilution 

of extraction solution 

Filtration 

Solution Residue 

1)Alkali Fusion 

Dry Ashing 
2)Acid to 

dissolve  

Pb/Cd/Hg PBBs/PBDEs Cr
6+
 



Reference No.: AST2009203016                            Page 7 of  8                         

 
ATTACHMENT: Phthalate Testing Flow Chart 

 

 

Sample cutting/preparation 

Sample measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

GC-MS 

DATA 
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Sample photo： 
 
EUT Photo 1  

 
 

 
EUT Photo 2  

 
 

****End of Report*** 
 


